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Abstract 

An experimental study of condensation heat transfer on surfaces with patterns of 

distinct hydrophilic and hydrophobic regions has been carried out. The patterned 

surfaces of 25.4 mm diameter comprised of 25% hydrophilic region and 75% 

hydrophobic region by area. Experiments were performed on surfaces with several 

feature sizes and shapes of the patterns. The feature sizes varied from 0.25 mm to 1.50 

mm. Two types of pattern shapes were studied: circular hydrophilic regions on an 

otherwise hydrophobic surface (island-patterns), and hydrophilic region resembling a 

tree on a background of hydrophobic region (tree-pattern). Depending on the type of 

pattern on the condensation surface, the heat transfer coefficients were either higher or 

lower than that of the completely hydrophobic surface. For the range of inlet vapor 

velocities (about 0.05 m/s to 5 m/s), among all the surfaces, the highest heat transfer 
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coefficient was observed for the patterned surface with the feature size of 0.25 mm, 

which was higher than that of a completely hydrophobic surface. 

 

Keywords Condensation; pattern; hydrophilic; hydrophobic; feature size 

 

1. Introduction 

Among the most relevant areas of application of two-phase heat transfer are in the 

power generation industry, air-conditioning systems, cooling of electronic devices, and 

the distillation industry. For power generation the Rankine cycle, which evaporates and 

condenses the working fluid, is one of the most widely employed processes. In the 

electronics thermal management industry, devices are often cooled by boiling a fluid in a 

closed loop; after boiling the evaporated working fluid then has to be condensed back to 

liquid. In the distillation industry liquid is evaporated and then condensed back into 

liquid to remove dissolved salts and other impurities. Thus, in all the above mentioned 

industries condensation is an important process and enhancement of heat transfer 

coefficients will benefit a wide range of industries.  

One of the most popular methods to enhance condensation heat transfer coefficients 

is through the modification of physical and chemical properties of the condensation 

surface [1, 2, 3]. For surfaces whose chemical and physical properties are modified, the 

interaction of the condensate with the condensation surface is also altered [2].  

Condensation modes can be classified as filmwise condensation (FWC) and dropwise 

condensation (DWC) [1]. If the condensate forms a film on the condensation surface, it 
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is termed FWC and if it is in the form of droplets, it is said to be DWC [1]. FWC, 

observed for surfaces with high surface energy, is associated with lower heat transfer 

coefficients when compared to that of DWC. Heat transfer coefficient is also enhanced 

with increasing mobility of the droplets [4]. The mobility of the condensate for DWC is 

better than for FWC which is partly attributed to higher heat transfer coefficient for 

DWC when compared to FWC [5]. Droplet mobility can be improved by having a 

surface energy gradient on the condensation surface [4]. When a surface with a 

wettability gradient is used, droplets move from the region of lower wettability to 

regions of higher wettability [4]. 

Although hydrophobic surfaces promote DWC, resulting in higher heat transfer 

coefficients than hydrophilic surfaces [1], hydrophilic surfaces show higher rates of 

condensation when compared to hydrophobic surfaces [6]. To benefit from both surface 

characteristics, a pattern of hydrophilic and hydrophobic surfaces can be utilized on a 

single condensation surface, which would result in better mobility of the condensate than 

a uniform surface [4, 7].  Therefore, to achieve high heat transfer coefficients, patterns of 

distinct hydrophobic and hydrophilic regions on the condensation surface can be used 

[8]. While some patterns can result in higher heat transfer coefficients than that of a 

hydrophobic surface, others can result in lower heat transfer coefficients [7]. Therefore, 

patterns with distinct hydrophobic and hydrophilic regions must be carefully designed 

with due importance to the shape and size of the pattern features. In the present study, 

condensation heat transfer on patterns with distinct hydrophobic and hydrophilic regions 

has been studied.  
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2. Experimental Apparatus and Procedure 

To obtain condensation heat transfer coefficients on a flat vertical surface, a flow 

loop (Fig. 1) was constructed to supply steam to a vapor chamber.  

The loop consisted of a steam supply line, a filter, a steam separator, a valve, an 

electric immersion heater, a test section, a heat exchanger, a flow meter, and a drain. The 

entire flow loop was insulated to minimize heat loss.  

The test section (Fig. 2) consisted of a vapor chamber, a piston, a vertical 

condensation surface, the test section, and a visualization window. Insulation was 

applied on the vapor chamber to reduce the heat loss. The vapor chamber was 124 mm 

long and 45.7 mm wide, and the depth of the chamber could be varied between 2 mm to 

25 mm. By varying the depth of the vapor chamber, the hydraulic diameter of the vapor 

chamber could be varied. The hydraulic diameter of the vapor chamber is defined as: 

  

4 /                                                         (1) 

 

where,  is the hydraulic diameter of the chamber,  is the area of cross-section of the 

vapor chamber across which vapor flowed and  is the perimeter of the same cross 

section. 

The condensation surface was comprised of a 25.4-mm diameter, 7-mm thick 

cylindrical coupon made of oxygen-free copper (Alloy 101). One of the two flat sides of 

the cylindrical coupon served as the condensation surface and the other side was 



Enhancement of Condensation Heat Transfer with Patterned Surfaces 

 
 

5 

 

soldered to a copper block, which was cooled at the opposite end through a bath 

circulator, which maintained the cooling water temperature at a specified value.  

Experiments were performed on various kinds of patterned surfaces. The patterned 

surfaces consisted of distinct hydrophilic and hydrophobic regions. For all the surfaces 

the proportion of the hydrophilic and the hydrophobic regions was maintained at 25% 

and 75% by area, respectively (Fig. 3). The only difference between the surfaces was in 

the feature sizes and in the shape of the patterns.  

Experiments were performed on the following feature sizes and shapes of the 

patterns: 

1. Pattern shape: island-patterns:  

The island-patterns consisted of hydrophilic circular islands of different sizes 

on an otherwise hydrophobic surface. The various island diameters studied 

were: 

a) Hydrophilic circular islands of 1.50 mm diameter; 

b) Hydrophilic circular islands of 0.75 mm diameter; 

c) Hydrophilic circular islands of 0.50 mm diameter; 

d) Hydrophilic circular islands of 0.25 mm diameter; 

2. Pattern shape: linear and connected hydrophilic regions, tree-pattern: 

a) The branches in the tree-pattern were 1.50 mm wide 

 

Details of the procedures for the preparation of the patterned surfaces have been 

described in [9]. 
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For all the surfaces with island-patterns, the circular hydrophilic islands were 

arranged in concentric circles with equal spacing between the neighboring islands in the 

radial and the azimuthal directions. The distance between the edges of two neighboring 

hydrophilic islands for each of the feature sizes of the island-patterns is given in Table 

1. 

 

3.   Data Reduction 

To obtain data, the cooling water bath circulator was set to a temperature of 30 °C, 

so that a constant temperature was maintained at the cooling end of the copper block. 

The mass flow rate of the cooling water was about 0.2 kg/s and the change in the 

temperature of the cooling water was less than 0.3 °C. Followed by the bath circulator, 

the steam supply was turned on, and the valve upstream of the test section was adjusted 

to obtain the desired mass flow. The immersion heater was then switched on and the 

heating power was adjusted with the help of a variable power supply to obtain a stable 

and small superheat of approximately of 0.5 °C before the steam entered the test section. 

The superheat was necessary to obtain the exact state at which the vapor entered the test 

section and to calculate the quality of the steam leaving the test section through a heat 

balance. After steady state was reached, the temperature and pressure were recorded 

using a computer controlled data acquisition system of National Instruments signal 

chassis (SCXI-1000) and LabVIEW software. The flow parameters were then altered, 

and the entire procedure was repeated. The same steps were carried out for several 

positions of the piston with the hydraulic diameter of the vapor chamber ranging 
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between 4.5 mm and 32.5 mm. The data were reduced and analyzed with the help of 

computer programs written in Engineering Equations Solver (EES) software. 

Visualization of the condensates on the condensation surface was done with a Nikon 

digital camera.  

Temperature, pressure, and mass flow rate of the vapor and the temperatures in the 

copper block were directly measured and were used to calculate heat flux, heat transfer 

coefficient, wall subcooling, and exit quality of the fluid.  

Five equally spaced thermocouples were used to obtain the temperature along the 

axis of the copper block. A linear curve fit of the temperature and the location of the 

thermocouples gave the temperature gradient along the axis of the copper block. 

Assuming 1-D heat transfer, Fourier’s law was then used to calculate the heat flux 

through the test section: 

 

                                               dydTkq cu                                                  (2) 

 

where q  is the heat flux through the condensation surface,  cuk  is the thermal 

conductivity of oxygen-free copper and dydT is the temperature gradient along the 

copper block.  

Another thermocouple fixed to the copper coupon and close to the condensation 

surface was used to calculate the wall temperature using the following equation: 
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                                         cuw kyqTT  1                                                 (3) 

 

where wT  is the wall temperature,  1T  is the temperature reading of the thermocouple 

closest to the condensation surface, and y is the distance between the thermocouple and 

the condensation surface. 

The heat transfer coefficient was calculated using the following equation [10]: 

 

                                                      )( wsat TTqh                                            (4) 

 

where h is the heat transfer coefficient and satT  is the saturation temperature of the 

vapor. 

The temperature and pressure were measured with an accuracy of ±0.1 °C and 5 kPa, 

respectively, while the steam flow rate was measured with an accuracy of 0.5mL/min. 

The uncertainty analysis was carried out using the error-ratio and standard deviation 

method adapted by Kedzierski and Worthington [11]. The typical uncertainties in the 

calculated heat transfer coefficients were estimated to be less than ±6%. 

 

4. Results and Discussion 

First the results of the island-patterns on the condensation surface have been 

discussed followed by that of the tree-pattern. 
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4.1 Island-Patterns 

All the patterned surfaces with hydrophilic islands showed similar trends with 

regards to the heat transfer coefficient, the inlet vapor velocity and interaction of the 

condensate with the condensation surface. However, although the trends observed on the 

different surfaces were similar, the maximum heat transfer coefficients observed for 

each of the surfaces were different. Here, the patterned surface with hydrophilic island 

diameter of 0.75 mm has been taken as a representative case and is discussed in detail.   

 

4.1.1 Effect of Inlet Vapor Velocity on the Heat Transfer Coefficient 

For the range of steam inlet velocity and the hydraulic diameters of the experiment, 

the highest heat transfer coefficient observed was around 25900 W/m2K (Fig. 4). The 

hydraulic diameter of the vapor chamber showed an effect on the heat transfer 

coefficients, which was similar to that of completely hydrophobic surface, i.e., the mass 

flow rates for which the heat transfer coefficients leveled off was lower for smaller 

hydraulic diameters when compared to that of higher hydraulic diameters.  

Visualization of the condensation modes showed that the hydrophilic regions were 

covered by bigger droplets while the hydrophobic region had relatively smaller droplets 

covering them (Fig. 5). This is because the hydrophilic surfaces have higher surface 

energies and show higher rates of condensation. Similar to the experimental study by 

Varanasi et al. [6]. Unlike the case of completely hydrophobic surface, steady streams or 

rivulets of condensates were not observed [10]. At lower vapor inlet velocities, it was 
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observed that the droplets formed in the hydrophilic islands after growing to departure 

diameter were impeded by the neighboring hydrophobic region from moving vertically 

downward. However, this effect was much less pronounced at higher vapor velocities 

[10].  

The droplets were seen to nucleate, grow, coalesce and depart from the nucleation 

sites, as shown in Fig 5. However, the droplets were distributed evenly over the surface 

and no steady rivulets were observed, unlike what was reported by Chatterjee et al. [12] 

and Baojin et al. [3] for a completely hydrophobic surface. This was because the droplets 

were preferentially formed on the hydrophilic islands which were distributed evenly on 

the surface [10].  

It was reported by Mccormick and Baer [12] that the condensate droplet size and 

dynamics had a significant influence on the heat transfer coefficient. On the other hand, 

Grooten and Geld [13] reported that with higher frequency of droplet removal, the 

average size of droplets sticking onto the condensation surface decreased. The size to 

which the droplets could grow without infringing into the water repelling hydrophobic 

regions was restricted by the island hydrophilic island diameters as shown in Figs 5 and 

6. For bigger island diameters, the droplets could grow to a larger diameter when 

compared to that of smaller island diameters. Also, the frequency with which the 

droplets departed from their respective condensation sites was observed to be lower for 

the surface with feature size of 1.50 mm than that of feature size of 0.75 mm. 

The higher frequency in the case of the island diameter of 0.25 mm when compared 

to that of the 1.5 mm was partly because of coalescence of the droplets for the island 
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diameter  of 0.25 mm. The circular islands were 0.2 mm apart from edge to edge for the 

feature size of 0.25 mm and were 1.4 mm apart for the feature size of 1.5 mm (Table 1). 

Therefore, owing to the closer distance between the droplets, which primarily formed on 

the hydrophilic islands, the droplets could more easily coalesce for the feature size of 

0.25 mm, thereby resulting in higher departure frequency for the feature size of 0.25 mm 

when compared to 1.50 mm.  

The droplets departed in about 12 s for the island diameter of 1.50 mm where as for 

the island diameter of 0.75 mm, the droplets departed every 9 s. Thus, the decreasing 

heat transfer coefficients with increasing island feature sizes can be attributed to both the 

larger droplet departure diameters (increasing with increasing feature size) and the 

frequency of departure (decreasing with increasing feature size). 

 

4.1.2 Effect of hydrophilic Island Diameter on Heat Transfer Coefficients 

The highest heat transfer coefficients observed for the patterned surfaces with 

hydrophilic islands was around 34000 W/m2K, 29000 W/m2K, 26000 W/m2K, and 

22000 W/m2K for island diameters of 0.25 mm, 0.50 mm, 0.75 mm, and 1.50 mm, 

respectively (Fig. 7). It can be observed that the heat transfer coefficients increased with 

decreasing hydrophilic island diameters; this can be attributed to smaller droplets on the 

condensation surface resulting in higher heat transfer coefficients when compared to that 

of larger droplets on the condensation surface. Also, the frequency with which the 

droplets departed from their nucleation point was higher for smaller feature sizes.  
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4.2 Patterned Surface with Continuous Hydrophilic Avenues, Tree-Pattern 

The condensation surface with the pattern resembling a tree differed with the 

patterned hydrophilic islands in the fact that for the tree-pattern, the hydrophilic regions 

were linear and connected with each other. However, the proportion of the total area 

covered by hydrophilic region was the same as that of the patterns with islands. The 

connecting avenues of the tree-pattern were 1.50 mm wide. 

 

4.2.1 Effect of Inlet Vapor Velocity on Heat Transfer Coefficients 

The effect of inlet vapor velocity on the heat transfer coefficients for the tree-pattern 

condensation surface was similar to the completely hydrophobic surface and the 

patterned surface with hydrophilic islands. The highest heat transfer coefficient observed 

for the range of inlet vapor velocity and hydraulic diameter of the test section at a 

cooling water temperature of 30 °C was about 22500 W/m2K (Fig. 8).  

The mass flow rate of the steam at which the heat transfer leveled off, also decreased 

with decreasing hydraulic diameter of the test section as was observed for the previously 

discussed modified surfaces.  

Visualization of the interaction of the condensate with the condensation surface 

revealed nucleation and growth of droplets on a few peripheral regions of the surface 

and at the corners of the branches of the trees (Fig. 9). Some of the droplets formed in 

the hydrophobic regions were sucked into the hydrophilic branches of the tree-pattern, a 

large number of droplets were seen close to the edges of the condensation surface No 

steady stream of condensate was observed on the condensation surface. 



Enhancement of Condensation Heat Transfer with Patterned Surfaces 

 
 

13 

 

 

4.3 Comparison of heat transfer coefficients for Different Surfaces  

Similar heat transfer experiments were performed on a surfaces without patterns, i.e., 

a completely hydrophilic surface and completely hydrophobic surface [14]. Comparing 

the experimental results from [14] and the discussions in this study, the highest heat 

transfer coefficients observed for all the modified condensation surfaces were higher 

than those of the completely hydrophilic surface (i.e., bare copper). The reason for this is 

the fact that the combination of DWC and FWC was observed on all the modified 

surface, while the hydrophilic surface showed only FWC. 

The heat transfer coefficients were observed to depend mainly on the droplet size of 

the condensate and to a certain extent on the frequency of departure of the droplets from 

their nucleation sites. The highest heat transfer coefficients were observed for the 

modified condensation surface with hydrophilic island patterns of diameter of 0.25 mm. 

Figure 11 shows the comparison of the highest heat transfer coefficients observed for all 

the surfaces on which experiments were performed.  

Although higher heat transfer coefficients are observed with hydrophobic surfaces 

when compared to hydrophilic surfaces [2], patterns of distinct hydrophilic and 

hydrophobic regions have been observed to have enhanced heat transfer coefficients, as 

has been demonstrated by Leu et al. [7]. In the present case, all the patterned surfaces 

had a hydrophilic region, occupying 25% of the total condensation surface area, which 

can be linked to the lower heat transfer coefficients observed on some of the patterned 

surfaces when compared to the completely hydrophobic surface. However, the droplet 
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sizes observed on the hydrophilic island diameter of 0.25 mm were even smaller than the 

droplets seen on the completely hydrophobic surfaces (Fig. 10). Also, the condensation 

rate was higher on the patterned condensation surface of feature size 0.25 mm as it 

offered at least 25% hydrophilic regions, which promote condensation, as compared to 

the completely hydrophobic surface. With a higher rate of condensation and smaller 

droplets, the condensation surface was washed more frequently by departing droplets, 

thus exposing new nucleation sites [10, 13, 15]. Also, no steady stream of condensate 

was observed on the patterned surface, whereas streams of condensate, which are 

predominantly FWC, were observed on the completely hydrophobic surface [10]. A 

combination of the above mentioned factors may have resulted in the higher heat transfer 

coefficients for the patterned condensation surface with island diameter of 0.25 mm 

when compared to those of the completely hydrophobic surface. The highest heat 

transfer coefficients observed for each of the condensation surfaces is given in Table 2. 

 

5. Conclusions 

An experimental parametric study on enhancement of heat transfer coefficients was 

performed on modified surfaces, with patterned of distinct hydrophobic and hydrophilic 

regions.  The conclusions drawn from the study are the following:  

 The heat transfer coefficient was significantly affected by the inlet vapor velocity. 

The highest heat transfer coefficient observed was around 34000 W/m2K, which was 

around 7.5% higher than that of the completely hydrophobic surface. The highest 
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heat transfer coefficient, for all the surfaces tested in this study, was obtained for the 

patterned surface with hydrophilic island diameter of 0.25 mm.  

 The highest heat transfer coefficient obtained for each of the patterned surfaces with 

island-patterns increased with decreasing island size for the range of island diameter 

studied.  

 The mode of interaction of the condensate on the surface was observed to be a 

combination of dropwise condensation (DWC) and filmwise condensation (FWC). 

Droplets were mainly observed to nucleate and grow on the hydrophilic islands. The 

droplets departed from their nucleation points after coalescing with neighboring 

droplets.  

 The increase in the heat transfer coefficient with decreasing hydrophilic island 

diameter in the island-patterns was because the island feature size determined the 

droplet departure diameter and the frequency of departure. Smaller islands ensured 

smaller droplets, easier coalescence, and higher departure frequency. 

 Smaller droplet departure diameter and higher frequency of droplet departure helped 

enhance the heat transfer coefficient in the island-pattern with feature size of 0.25 

mm when compared to that of the completely hydrophobic surface. 
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Nomenclature 

A  area of cross section of the copper block 

cA  area of cross section of vapor chamber across which vapor flowed 

D  hydraulic diameter of the vapor chamber  

h  heat transfer coefficient 

cuk  thermal conductivity of oxygen free copper 

m  vapor mass flow rate 

cP  perimeter of cross section of vapor chamber across which vapor flowed 

"Q  heat flux 

dydT  temperature gradient along the copper cooling block 

T  absolute temperature  

wT  calculated wall temperature  

1T  temperature of the thermocouple closest to the condensation surface 

V  volume flow rate of the condensed steam 

y  distance of thermocouple 
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Table Captions 

Table 1: Feature sizes for island-patterns and the distance between the edges of two 
adjacent hydrophilic circular islands 
 
Table 2: Highest heat transfer coefficients observed for different surfaces 
 

Figure Captions 

Figure 1: Schematic of the loop  
 
Figure 2: Schematic of the vapor chamber. 
 
Figure 3: Patterns of distinct hydrophobic and hydrophilic regions on the 25.4 mm 
condensation surface. (a) island-pattern; (b) tree-pattern  
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Figure 4: Variation of heat transfer coefficient with inlet vapor velocity for the patterned 
surface with hydrophilic island diameter = 0.75 mm 
 
Figure 5: (a) Smaller droplets are seen over the hydrophilic regions with feature size of 
0.75 mm when compared to (b) those over the hydrophilic islands of feature size 1.5 mm  
 
Figure 6: Droplets (a) nucleate, (b) grow, (c) coalesce and (d) depart on the patterned 
surface with hydrophilic island diameter of (i) 1.50 mm and (ii) 0.75 mm 
 
Figure 7: The highest heat transfer coefficients observed for the patterned condensation 
surface with various hydrophilic island diameters 
 
Figure 8: The effect of inlet vapor velocity on the heat transfer coefficient for patterned 
condensation surface with linear and connected hydrophilic regions resembling a tree on 
an otherwise hydrophobic region; cooling water temperature of 30 °C 
 
Figure 9: A few droplets are observed at the periphery or edge of the condensation 
surface, but no steady stream of condensate is observed on the tree-pattern; some of the 
droplets are also seen on the corner of hydrophilic branches and are sucked in to the 
hydrophilic region 
 
Figure 10: (a) Local view of the bottom-left quarter of the completely hydrophobic 
surface with bigger droplets and rivulets  (b) Local view of the bottom-left quarter of the 
patterned surface with hydrophilic island diameter of 0.25 mm dominated by DWC, 
smaller droplets and no steady rivulets are observed 
 
Figure 11: Comparison between various modified surfaces for the variation of heat 
transfer coefficients with inlet vapor velocity 
 

 

 

 

 

Tables 

Table 1: Feature sizes for island-patterns and the distance between the edges of two 

adjacent hydrophilic circular islands 
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Feature Size (mm) Distance between Island Edges (mm) 

1.50 mm 1.45 mm 

0.75 mm 0.66 mm 

0.50 mm 0.42 mm 

0.25 mm 0.20 mm 

 

Table 2:  Highest heat transfer coefficients observed for different surfaces 

Condensation Surface 
Highest Observed Heat 

Transfer Coefficient (W/m2K) 

Completely hydrophilic 12400 

Completely hydrophobic 31500 

Hydrophilic pattern diameter ≈ 1.50 mm 22100 

Hydrophilic pattern diameter ≈ 0.75 mm 25900 

Hydrophilic pattern diameter ≈ 0.50mm 28800 

Hydrophilic pattern diameter ≈ 0.25mm 33900 

Tree-pattern 22600 

  

Figures 
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Figure 1: Schematic of the loop  
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Figure 2: Schematic of the vapor chamber 
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                      (a)                                                                   (b) 

Figure 3: Patterns of distinct hydrophobic and hydrophilic regions on the 25.4 mm 

condensation surface. (a) island-pattern; (b) tree-pattern  

 

 

Figure 4: Variation of heat transfer coefficient with inlet vapor velocity for the patterned 

surface with hydrophilic island diameter = 0.75 mm 
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                           (a)                                                                             (b) 

Figure 5: (a) Smaller droplets are seen over the hydrophilic regions with feature size of 

0.75 mm when compared to (b) those over the hydrophilic islands of feature size 1.5 mm  
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           (i)                                                                      (ii) 

Figure 6: Droplets (a) nucleate, (b) grow, (c) coalesce and (d) depart on the patterned 

surface with hydrophilic island diameter of (i) 1.50 mm and (ii) 0.75 mm 
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Figure 7: The highest heat transfer coefficients observed for the patterned condensation 

surface with various hydrophilic island diameters 
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Figure 8: The effect of inlet vapor velocity on the heat transfer coefficient for patterned 

condensation surface with linear and connected hydrophilic regions resembling a tree on 

an otherwise hydrophobic region; cooling water temperature of 30 °C 

 

Figure 9: A few droplets are observed at the periphery or edge of the condensation 

surface, but no steady stream of condensate is observed on the tree-pattern; some of the 

droplets are also seen on the corner of hydrophilic branches and are sucked in to the 

hydrophilic region 
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(a) 

bigger drople

rivulets 
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(b) 

Figure 10: (a) Local view of the bottom-left quarter of the completely hydrophobic 

surface with bigger droplets and rivulets  (b) Local view of the bottom-left quarter of the 

patterned surface with hydrophilic island diameter of 0.25 mm dominated by DWC, 

smaller droplets and no steady rivulets are observed 

smaller droplets 
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no rivulets 
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